
Featuring GIO Stained Glass, Azul Stacked Random stained glass collection



stained glass collection

MESH MOUNTED STACKED RANDOM OR LINEAR RANDOM 
STAINED GLASS MOSAICS - WALL ONLYGI
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GISGCSTDAZ   
azul

GISGCSTDANT    
anthracite

GISGCSTDCR 
crema

GISGCSTDBI 
bianco

GISGCSTDBPL 
blue pearl

GISGCSTDRA   
rainforest

GISGCSTDSC 
scabos

stacked random 
glass mosaic

GISGCRSPAZ  
azul

GISGCRSPANT 
anthracite

GISGCRSPCR  
crema

GISGCRSPBI 
bianco

GISGCRSPBPL 
blue pearl

GISGCRSPRA
rainforest

GISGCRSPSC 
scabos

linear strip random 
glass mosaic

stained glass collection
A beautiful bevy of rich colors, versatile mosaic sizes in this 

most modern take on stained glass

TECHNICAL SPECIFICATIONS
DESCRIPTION RESULT TEST METHOD (STANDARD)

Water Absorption ≥ 0.05% C373 Test
Frost Resistance RESISTANT ASTM C1026

PEI Rating WALL ONLY ASTM C-1027
Thickness 4 mm Factory Provided
DCOF NA ANSI 137.1

SHADE VARIATION AND APPLICATIONS
RESIDENTIAL COMMERCIAL INDUSTRIAL

Floor

Wall • • •

Countertop

V4

RANDOM
VARIATION

CARE & MAINTENANCE
Wipe up any spills on tile immediately & clean the area using a damp cloth or sponge.

Dust surfaces regularly to remove any debris as this can be abrasive to the surface.

Use a damp cloth or sponge with an all-purpose household cleaner that is non-oil-based 
and has low VOC’s to clean glass “as needed”.

Vinegar and water mixture is acceptable to clean GIO Stained Glass Mosaics.

After using cleaning solutions, wipe down entire area with a clean cloth/sponge and clear 
water to remove any residue left behind.
 
Do NOT use cleaning wax, oil based cleaners, ammonia or products containing acid or 
bleach as part of regular maintenance.

Do NOT use abrasive cleaning products such as scouring or steel wool pads.


